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PERIODO ESTANO Sus/L.F. PLOMOSus/L.F. ZINC Sus/L.F. COBRE Sus/L.F. PLATA $us/O.T. ORO $us/O.T. \‘
05/01/2018 9,0787 1,1744 1,5395 3,2187 17,1600 1317,90
12/01/2018 9,1852 1,1499 1,5504 3,2069 17,1200 1232,90
19/01/2018 9,3735 1,1816 1,5706 3,2105 17,0400 1335,80
26/01/2018 9,9790 1,1807 1,5989 3,2037 17,4000 1354,35
02/02/2018 9,8724 1,1268 1,6263 3,2049 17,1400 1345,00
09/02/2018 9,6048 1,1471 1,5579 3,0638 16,3600 1316,05
16/02/2018 9,9110 1,1966 1,6406 3,2468 16,8400 1358,60
23/02/2018 9,8089 1,1485 1,6186 3,2083 16,6100 1328,90
02/03/2018 9,8384 1,1131 1,5404 3,1212 16,4500 1316,75
09/03/2018 9,6729 1,0664 1,4585 3,0872 16,4900 1319,35
16/03/2018 9,5368 1,0954 1,4896 3,1400 16,4800 1320,05
23/03/2018 9,4347 1,0700 1,4578 3,0198 16,5300 1342,35
29/03/2018 9,5708 1,0932 1,5109 3,0314 16,2800 1323,90
06/04/2018 9,5368 1,0696 1,4610 3,0400 16,3100 1327,05
13/04/2018 9,6094 1,0560 1,4152 3,0894 16,5100 1340,75
20/04/2018 9,9994 1,0727 1,4710 3,1470 17,2000 1347,90
27/04/2018 9,7023 1,0591 1,4150 3,0826 16,5800 1321,90
04/05/2018 9,6842 1,0306 1,3458 3,0763 16,4700 1313,30
11/05/2018 9,4914 1,0573 1,3962 3,1155 16,6000 1314,80
18/05/2018 9,3667 1,0569 1,3971 3,0767 16,3900 1288,85
25/05/2018 9,2446 1,1177 1,3821 3,1225 16,5100 1296,35
01/06/2018 9,3395 1,1009 1,4032 3,1448 16,4200 1299,15
08/06/2018 9,6275 1,1186 1,4436 3,2938 16,7500 1298,30
15/06/2018 9,4687 1,1022 1,4461 3,2364 17,1300 1305,30
22/06/2018 9,3440 1,0834 1,3567 3,0890 16,2500 1263,70
29/06/2018 8,9131 1,1022 1,3367 3,0141 16,1100 1250,50
09/07/2018 8,8405 1,069 1,2335 2,8953 16,0000 1254,20
16/07/2018 8,9698 0,9807 1,1825 2,7969 15,92 1250,00
24/07/2018 8,9244 0,9673 1,1929 2,7973 15,4900 1229,45
30/07/2018 9,0696 0,9675 1,1748 2,8055 15,3600 1219,15
08/08/2018 9,9698 0,9666 1,2047 2,7728 15,4700 1215,40
13/08/2018 8,8020 0,9389 1,1306 2,7583 15,3800 1211,65
20/08/2018 8,5502 0,9058 1,0805 2,7048 14,6600 1176,70
27/08/2018 8,7317 0,9430 1,1376 2,7220 14,6300 1187,30
03/09/2018 8,6137 0,9530 1,1226 2,6993 14,6600 1206,85
10/09/2018 8,6523 0,93264 1,0913 2,6492 14,1900 1200,75
17/09/2018 8,6001 0,9253 1,0374 2,6581 14,2200 1206,20
24/09/2018 8,6115 0,9203 1,1480 2,8667 14,3300 1207,60




1/10/2018 8,5956 0,9081 1,1671 2,8032 14,4200 1196,00
8/10/2018 8,6115 0,8986 1,2016 2,7982 14,6400 1201,10
15/10/2018 8,6636 0,9485 1,2075 2,8558 14,6000 1218,75
22/10/2018 8,7317 0,9058 1,2356 2,8504 14,6100 1228,25
29/10/2018 8,7317 0,8943 1,2224 2,8395 14,6900 1236,00
05/11/2018 8,6409 0,8664 1,1666 2,8145 14,7400 1231,60
12/11/2018 8,7679 0,8664 1,1558 2,7594 14,3400 1219,05
19/11/2018 8,8904 0,8936 1,2238 2,8404 14,3600 1223,55
26/11/2018 8,5049 0,8645 1,1367 2,7984 14,3800 1226,65
03/12/2018 8,5616 0,8911 1,2134 2,8608 14,2400 1220,45
10/12/2018 8,5865 0,8961 1,2147 2,7724 14,4900 1241,20
17/12/2018 8,7838 0,8741 1,1612 2,7687 14,6800 1244,45
24/12/2018 8,8020 0,8965 1,1503 2,6905 14,6900 1257,60
31/12/2018 8,8451 0,9113 1,1387 2,7057 15,3000 1277,25

Fuente: Ministerio de Mineria y Metalurgia




